
MS GC

>PM10 PM2.5PM2.5-10

Introduction to 

Py-GC/MS

Pyrolyzer

Punching out

Putting into a sample cup

都市大気粉塵中のマイクロプラスチック観測システムの開発

Collecting AMPs with classification

in different aerodynamic diameters

using an MCI sampler
MCI sampler

Polymer
Pyrolysis

Pyrolyzates
Target analyte

Separation and detection 

by GC/MS

Matching with the library （Identification of polymers）

Intensity of the characteristic ion （Quantification）
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Total ion current chromatogram（TICC）

Extracted ion chromatogram（EIC）


